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Abstract: In response to the problems of low efficiency and high cost in traditional wastewater treatment processes, a series of carbon
doped zinc ferrite C/ZnFe204 (referred to as 1-C/ZFO, 2-C/ZFO, 3-C/ZFO, 4-C/ZFO, 5-C/ZFO) composite photocatalytic materials
were prepared using zinc acetate and iron nitrate as metal precursors, glucose as carbon source, and a one pot hydrothermal method
under calcination conditions of 350 <C. The calcination time was adjusted (1 h, 2 h, 3 h, 4 h, 5 h). Characterize the microstructure,
elemental composition, crystal structure, and pore structure of the sample using scanning electron microscopy (SEM), energy
dispersive spectroscopy (EDS), X-ray diffraction (XRD), and specific surface area and porosity testing (BET); Using Rhodamine B
(RhB) as a simulated organic pollutant, evaluate the photocatalytic degradation performance of various samples under visible light
conditions. The results indicate that calcination time significantly affects the carbon doping amount, microstructure, specific surface
area, and pore structure. The 3-C/ZFO (calcined for 3 hours) sample has the best dispersibility, developed porous structure, a specific
surface area of 106.08 m#g, and a pore volume of 0.441 cm¥y; Carbon is uniformly doped into the ZnFe.Ou system in an amorphous
form, without damaging the cubic spinel crystal structure of ZnFe.Os. When exposed to visible light for 120 minutes, the degradation
rate of Rhodamine B by 3-C/ZFO can reach 91.6%, which is significantly better than the other samples. The high specific surface area
brings abundant adsorption sites, while carbon doping introduces defect energy levels as charge capture centers, suppressing the
recombination of photo generated charge carriers, and synergistically improving the photocatalytic degradation efficiency. Excessive
calcination time can cause carbon to be oxidized, particles to agglomerate, pore channels to collapse, and catalytic activity to decrease.
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1.1 SEWRFN 5{LE

~JK & 8% Zn(CH>COO):-2H-0 , JL /K Tl 8 &k
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1.2.1 4l ZnFe,Ouffil] %

FRKEL 0.9 g Zn(CH-COO).-2H-0 ¥ fif T 60 mL £ %,
JEN 3.4 g Fe(NOs)s-9H:0, #li F18+ 30 min 15 23— A 9K
W KRR A 2K, 200 CHEIE M 10h, HR
AHEER. FUEOSE, KO, EETKEES
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1.2.2 C/ZnFe:0. & &4 K &

FREL 0.9 g /K ABREER T 60 mL £ %, NN 0.63 g
A (B 3.4 g JUKRRRER, HiHE 30 min £33
A HTIRA - 200 CAKHASZ M. 10 h, A EIEES O Pidk. 80 C
TFH 10 h BB FAFOSERATIRR R . KT K E T 5
P 350 CHEKE, A ARIE 1hy 2hy 3hy 4h. 5h, X
MFEFARICN 1-CIZFO. 2-C/IZFO. 3-C/ZFO. 4-CIZFO.
5-C/ZFO.
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FEATATSSECE . BET S0 P - it BRI R H L 3 T AR
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BCE 5 mg/L P PHH B IR AR N BAULTS 44, B 50 mg
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SEIR B - B DA BE S B T BT IOk,
ERE 15 min P, S0 8, BCREW, WEZ MM B
16 554nm AEWROGRE . ARYEBAMA-LLR S, BRIRE 0=
(1-C/Cy) 400%. MW PH-~FHiTfFHIaaHEE, C At
BB R

2 #ER5M

2.1 SEM WMAZER 4R

4l ZnFe2OaFE T NBURLIR . BRIV IRL, kL 43 A 52
NS, RABRRMIAIR, 4ETESEE . 1-CIZFO B
EERORL 5 AEIREE K, Reag — EFLIR. 2-CIZFO JE BURTkL
FIZR A, BRRBURLAK B PR &5 # 4E K o 3-CIZFO A it kL
KNS —, S B S b, BURLIR R F s, 2 LR IE SR %,
FLBRER . A TEREE LT . SIBERT M ALK 2 4hy 5h,
FER ARG R, Bk [ R, W T, £
LA R4, TEAE T BU% B Sk XYL HIE G IE B
()T, 6 0 B A e A BTG 7 T B A | Rkt B2 [ 5, )
Z AL el R K, TR B AL 2Bk, ORLR AR
RRAEER, fLEYHE, fLEHEE.
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FER BRI ER T LN 8.67%, RUIKCOL KB,
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2-C/ZFO 78.39 0.296
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